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KES B-C025

1. Scope of Application

This standard specifies the abrasion resistance fill-up metal alloy for valves (hereinafter
referred to as "alloy”).

2. Types and Matenial ID Codes
Types and material ID codes of alloy shall conform to Table 1.

Table 1. Types and Matenial ID Codes

Types Material ID Codes Usage

Type 1 >TL 6 Abrasion resistance fill-up |
— |

Type 2 SYL 32 metal of inlet and outlet valve

“m _ gyl

3. Quality
3.] Chemical components
The chemical components of alloy shall conform to Table 2.

Table 2. Chemical Components

Material | Chemical component EPI'EViO-US
D Code 1 1 Matenial |
- C 4 Si Mn P | S Mi Cr Mo Others ID Code
—— e N
v The
0.96- | 0.40- 26.00- Fe rest |Satellite
STL 6 S1.00| £0.05 - | £3.00 S1. 00- '
1.40 | 2.00 32.00 100 360(?0 S3.00 | (resi- 6
' duals)
The
1.50- 1 0.90- 21.00- i 24.00- 11.50-| Fe rest |Satellite
STL 32 - 1.30 - - S0. |
2.00 1.30 23.00 | 27.00 -O 50 13.00 | £3.00 | (resi~ | 6
ISR SR N SR S SR S A 1 lduals)] |
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