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1. Scope of Application
This standard specifies the silver brazing (hereinafter referred to as "brazing”).

2. Rank
Brazing shall be devided into 17 ranks as in Table 1 depending on its chemical components.
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Remark 1. Other components refer to lead and iron.
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