Pearlite Malleable Cast Iron
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4 \ 1. Scope of Application
This standard specifies the pearlite malleable iron castings. (hereinafter referred to as "Malleable
Casting™)
2. Kind and Symbol
The kind and symbol of the malleable casting shall conform to Table 1.
Table 1
Gepas | emeas |
Govpso | evcso |
Kindd | Gowpe0 | emce |
WP 10 —
3. Manufacturing Method
The malleable casting shall be cast with the white pig iron casting and further shall be given by the
graphitization treatment to obtain toughness and the heat treatment to adjust the pearlite structure.
4. Mechanical Properties
The tensile strength, yield strength and elogation of the malleable casting shall conform to Table 2.
Table 2
_ Temsiletest
Kind Tensile strength Yield strength : Hardness test
kgf/mm?2 kgf/fmm?2 (Referance value)
(N/mm?2)
G CMP 45 245 227
(=2441) (2 265)
G CMP 50 250 > 31
(2 490) (2 304)
(2 539) (£343)
G CMP 60 2 60 240
(2 588) (2 392)
: Kind5 | GCMP 70 270 252
o - _ (2 686) (>510)
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