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m 1. Scope of Application

KES B-DOI0A

This standard shall apply for Blackheart Malleable Iron Castings {(generally called as

malleable products).

2. Type and Symbol

Type and symbol of malleable products shall follow Table-1.

Table 1
Type Symbol :
1 BMC 270
2’ BMC 310
3 BMC 340
4 BMC 360

3.Method of Production

B

of graphitization for viscosity shall be usually performed.

4. Mechanical Property

Tensile, intemal force and elongation shall follow Table-2.

Table 2 Mechanical property

After malleable products is producted by white pig iron, heat treatment for the purpose

Tensile test
Type Symbol ]

’ strerIg?E(sllilgf/mm‘) forIcnet(ekri.?fE/lLrn’J Elongation(%)
1 BMC 270 28 or more 17 or more 5 or more -

2 BMC 310 32 or more 19 or more 8 or more

3 BMC 340 35 or more 21 or more 10 or more,

4 BMC 360 37 or more 22 or more 14 or more

Remark : Determination of internal force may use 0.29% of permanent elongation or
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0.5% of full elongation under load.

Reference @ Hardness of malleable products shall be less than 163 of Brinell Hardness
(HB).
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