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1. Scope of Application
This standard specifies the brass castings (Hereinafter referred to as "casting”).

2. Kind and Symbol
The kind and symbol of the casting shall be as shown in Table 1.

3. Chemical Element
The chemical elements of the casting shall be as shown in Table 2.

Chemical element (%)

Kid |G z T w a4 w

83.0~88.0 Remainder (Sn+ Al+Fe)< 1.0

65.0~700 | Remainder | 05~35 | <10 <05 <0.8
60.0 ~650 | Remainder | 0.5~ 3.0 <0.8

4. Mechanical Properties
The mechanincal properties of the casting shall be as shown in the followings.

-

Kind Tensile Strength Remark
BCl | 5155 | 335 | Toipce salbe ot
Test piece shall be of No. 4

S. Test
5.1 Chemical Analysis Test
(1) The analysis method shall conform to the following standards.
KS D 1651 (General Rules for Analysis Method of Copper and Copper Alloy)
KSD 1893 (Methods for Determination of Copper in Copper and Copper Alloy)
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