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KES B-E004

1. Scope of Application
This standard specifies the high strength brass castings (Hereinafter referred to as “casting”).

2. Kind and Symbol
The kind and symbol of the casting shall be as shown in Table 1.

Table 1
Symbol
Kind 1 Applied to the parts requiring high strength and
Kind 2 BsCH2 Sand moulding casting wear-resistance, propelling for crafts and
— shups, general machine parts, etc.
Kind 3 Applied to the parts requiring special high strength

3. Chemical Element
The chemical elements of the casting shall be as shown in Table 2.

Table 2
Chemical element

b Si
55.0 | Remainde 0.5 0.5 < 1.0 <04 <0.1
BsCH2 <3.5 ~2.0 ~ 2.0
BsCH3A >60.0 |Remainded 2.5 2.0 3.0 <0.5 <0.2 <0.1
BsCH3B ~ 5.0 ~4.0 ~7.5

4. Mechanical Properties
The mechanical properties of the casting shall be as shown in Table 3.
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