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1. Scope of Application
This standard specifies the Bronze Castings (Hereinafter referred to as "Casting").

2. Kind and' Symbol-
The castings shall be classified as shown in Table 1.

Table 1

Kind 1 BC1 * Good cuttability, used for watering and draining components,
Bl I e
Kind 2 B(C2  Good pressure-resistance, corrosive resistance, wear-resistance and
Il Il e

» Used for bearing, sleeve, pump, electric motor parts and gear.

Kind 6 BC6 « Good pressure-resistance, corrosive-resistance, cuttability and
‘ castability. Used for general machine parts.

« Mechanical strength is slightly higher than that of BC6.
3. Chemical Element

Used for bearings, small pumps, etc.
The chemical elements of the casting shall be as shown in Table 2.

Table 2

IS N N N
79.0~83.0
86.0~90.0
86.5~89.5
82.0~87.0

86.0~90.0

4. Mechanical Properties
The mechanical properties of the casting shall be as shown in Table 3.
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