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1. Scope of Application
Thus standard specifies the general phosphor bronze castings.(Hereinafter referred to as "casting").

2. Kind and Symbol
The kind and symbol of the casting shall be classified in 3 types as in Table 1.

Table 1
BCP2A | « Good wear proof and corrosive rsesistance.
Used for gears, bearings, busnings, propellers, etc.
Kind 3 BCP3 + Used for the parts requiring high hardness and wear proof,
.

3. Chemical Element
The chemical elements of the casting shall be shown in Table 2.

Table 2

Division of Chemical element
Symbol | casting mould Cu Sn

Sand mould 87.0~91.0 | 9.0~12.0 | 0:05~0.20
Die casting mould 0.15~0.50

Die casting mould | 84.0~88.0 | 12.0~15.0 | 0.15~0.50

4. Mechanical Properties
The mechanical properties of the casting shall be as shown in the follows.

Table 3

Symbol Tensile Strength Elongation (%) | HB (10/1000) Remark
(kgf/mm?2)

Test piece shall b of o 4
Pz Test picce shll b of o 4
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