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1. Scope of Application

KES B-E009A

This standard shall regulate aluminum bronze castings.

2. Kinds and Symbol

Kinds and symbol of castings is discriminated according to chemical composition and

manufactunng method like table 1.

Table 1

Kinds Symbol Casting method Primary usage

discrimination

1 kind BC A1 Sand mold casting ° Apply *to position which needs strength and resistance
to abrasion.

Use in beanng, acid-resisting part, gear and etc.

2 kind BC A2 Sand mold casting ° Apgly to posﬁi?n which needs s_trength, resi:.stance to
abrasion and resistance to corrosion and use in small
propeller of ship, gear, bush and etc

—_ — L ~

3 kind BC A3 Sand mold casting | < Apply to large size casting which needs specially high

. : strength, resistance to abrasion and resistance to
4 kind BC A4 Sand mold casting corrosion and use in propelier of ship, sleeve and etc
3. Chemical Composition

Chemical composition of castings shall conform to table 2.
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