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KES B3-EQ10
(—3 1. Scope of Application

This standard shall regulate about silicon hronze castings (Generally called as
castings).

2.Type and Symbol

Type and symbol shall be divided like table 1 according to chemical components.

Table 1 Type and symbol

_ Reference
Type -Symbol
Property and usage
1 SzBCl High strength, fluidity, good corrosion
resistance, bearing, gear etc
2 SzBC2 Higher strength than type 1, bearing, gear etc
Good fluidi and corrosion resistance, low
% o]dHAA, good strength -
3 SzBC3 L
Rigging for ship, hydraulic machinery

3.Chemical Component

Chemical components shall follow table 2.

Table 2 Chemical component Unit : Wt %

Type Cu Si Zn Mn Fe Pb Al
1 840~830( 35~451{ 9.0~11.0 - - (=<0.1) (£05)
2 | 785~825| 40~50 | 140716 . (<03) | (<03)
3 | 800~840] 32~42 | BO715| (<02 | (<03 | (=02 ]| (=03)

Remark @ The component indicated by the value of ( ) shall be analyzed when

the orderer demands specially.

4. Mechanical PProperly

Mechanical property of castings (Tensile strength. elongation) shall follow table 3.
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