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1. Scope of Application
This standard specifies phosphor bronze rods and bars (hereinafter referred to as "rod”)
whose processed sections are circles or right hexagons.

2. Type
Rods shall be classified into 3 types as shown in Table 1 according to the chemical

components.

Table 1

Chemical components (%)
Types Symbols Uses

the properties of
ance and ocorrosion

Type 3 PBR3 7.0 ~9 0] 0.03 ~ 0.35 | 99.5 or more | resistance
| ex) Gear., bearing, joint
' J_ reducer thread, etc.

Remark The symbols signifing the quality level shall be put after the symbols above.

3. Manufacturing Method
(1) Rods shall be manufactured by rolling, drawing or other proper methods.

(2) Rods may be reeled if Kia requires.

4. Quality

(1) Rods shall be equal shaped, well-finished, uniform in quality and be free of any
harmful defects in use.

(2) Chemical components shall conform to Table 1.

(3) Mechanical properties shall conformm to Table 2.
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