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KES B-H008

1. Scope of Application - _
This standard specifies steel scrap (hereinafter referred to as "scrap") used in foundry pig iron.

2. Kind

Any carbon steel scrap can be used. However, for efficient material management, our company mostly
uses scraps of could strip iron and hot strip iron, originating from the press mill which were used for the
vehicle body and kinds shall be as Table 1.

| Table 1
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3. Quality |
3.1 Chemical Element - _ _ |
The chemical element shall be' as those definied for cold stri_p stccl and plate, and strip carbon steel
plate for steel tube. It shall be within the range 1n Table 2. ‘

" Table 2
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3.2 Shape . . , - . , - . -

The shape shall be a'_blockl produced by the burring machine, and the standard weight will be 20-

' 25kg each. Physical appear_ancé shall have no severe irregularities and shall be cube shaped, to be
' easily handled. It shall also not contain oil, whic'h 1S ha_imel o the heat bath.

Appendix _ __
- This standard is effective from the date of esmblishmcnt_-and revision.
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