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1. Scope of Application

This standard specifies the solder used in the automobile.

2. Kind and Symbol
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For bonding, with a coating temperature 170 °C or less.

m For bOnd'i'ng. with a coating temperature 230 °C or less

TY 40 and 41 is cheaper than other solders

3._. Chemical Element

Solid

phase phase

lemperature |temperature

C

| - °C o
Approx. 240 JApprox.295 | Approx. 10.5
pprox. 210 | Approx. 290 Approx. 10.4

~Approx. 242 [ Approx. 283 | Approx. 10.4
| Approx. 301 | Approx. 11.0
Approx. 243 { Approx. 299 Approx. 10.9

Approx. 247 | Approx. 283 Approx. 10.8
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___ Chemical clement_%

- -
Approx. 183 |Approx. 277 Approx. 10.2 -
Approx. 242 { Approx. 282 Approx. 105 |
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