Zinc Alloy Die Casting
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1. Scope of Application' ' .
This standard specifies the zinc alloy die cast (hereinafter referred to as "die cast")._'_

2. Quality
(1) Die cast shall not contain any defects, such as cracks and blow holes, which are harmful if present.

(2) Die cast shall not be repaired by fill- up or weldmg However if the defect area is so small that the
customer approves, it can be repaned Also upon the customer's request, leak-prooﬁng can be N

applied. | _ |
(3) Chemlcal element shall conform to Table 1.

Tab]e 1 .

Chemical element %

.--- TS
“-“

Kins1 | ZDC1 {3543 [ 0.75-1.25( 00200.06 | 0005 | 010 | 0.003 Remainder *
' . --. or less or less orless [orless
- 0003 0.004 Remainder | a

Shape and figure of the die cast shall conform to the model or drawmg F:gure allowance shallconform .
to the customer's demgnat:on However l'or Lhose parls wuhoul dc31gnatcd ﬁgures KS B 0415 -

Kind 2 ZDC2 3.54.3 0.25 0020-006 0005 ]
or less

3. Shape, Flgure, and Allowed Range

(Commerc:al tolerances) can be apphed

4. Test and Inspection

(1) The chemical analyzmg melhod shall conform to the followmg prowsrons __ N
KS D 1930 (General rules for chemlcal analysis ferrochromlum)

KS D 1931 (Detennmauon of aluminium i In zinc alloy die castlng)

KS D _1932 | (Determmanon of copper in zinc alloy die casting) -
KS D 1933  (Determination of magnesxum in zinc alloy die castmg)
KS D 1934 (Determmatlon of lead in zinc alloy die casnng) |

KS D 1935 (Detennmauon of iron in zinc alloy die castmg)
KS D 1936 (Detemnnanon of tin in zinc alloy die casting)
KS D 1937  (Determination of cadmium ; in zinc alloy die casnng)

(2) Ana]yzmg sample will be taken from the die cast unless otherwise directed. . :
(3) Air or water pressure test will be performed upon the customer's request.
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