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1. Scope of Application

KES B-HO014

This standard speci.?es white metal ingot(hereinafter referred to as “ingot”) used for

backing and packing

2. Classiﬁcation‘

n the sliding part of various bearings.

Ingots shall be classified as shown in Table 1 according to the chemical components.

Classification

Class 1 white metal

Class 2 white metal

Class 2B white metal

Class 3 white metal

Class 4 white metal

'Class 5 white metal

Class 6 white metal

Class 7 white metal

Class 8 white metal

Class 9 white metal

Class 10 white metal

3. Manufacturing Method

Symbole

NI 1

Table 1

Bearing for high speed and heavy load

Bearing for high speed and medium load

Bearing for high speed and medium load
Bearing for high speed and medium load
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Bearing for high speed and medium load

Bearing for high speed and medium load

Bearing for high speed and medium load ]

Wl 9

WJ 10

Bearing for high speed and medium load

Unless otherwise specified, manufacture in crucible furnace, pan furnace or with other

appropriate method.
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