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1. Scope of Application
This standard specifies| magnesium alloy ingot for die casting (hereinafter, referred to as

"tngot”) of sand mold and metallic mold.

2. Type and Symbol
Ingots shall be classified into 4 types as shown in Table 1.

Table 1.

References

Symbol :
Designations of ASTIM Alloy

i

Type 1 ASTM AZ 63A
Type 2 CMg 12 ASTM AZ 91C
Type 3 CMg I3 ASTM AZ 92A
Type 5 m ASTM AM 100A

3. Quality

3.1 Ingots shall be consistent in quality, and shall not have any stain on the surface,
solvent or other foreign materials that may cause harm in use.

3.2 Chemical composition shall conform to Table 2.
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