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KES B-KO006

1. Scope of Application
This standard specifies the urethane foam substance (cellular substances) used for the

cushion of automobile sun visors

2. General conditions for Testing
The condition shall conform to KES T-L051 (Testing Method of Cellular Substances for

Autlmobiles).

3. Quality

(1) External quality
Externally, there shall be no harmful defects in use or any noticeable defeets. The

colors and packing of the products shall conform to an agreement between the parties

concerned.

(2) Material properties
Metenal properties shall conform to Table 1

Table 1

Thickness “ Refer to the drawing

Apparent density Kg/ nt 0.033 *=0.003

Elongation rate _ 50 or more

Rate of compressive 40 or less
Residual strain

Heat shrinkage rate _ +3
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