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1. Scope of Application
This standard specifies

sealing quality of the in

KES B-KO015

the quality standard of gasket materials applied to improve the
take part in an automobile engine.

2. Type and Material Symbols

The types and matenal

symbols of intake gasket shall conforrn to Table 1.

Table 1. Types and Material Symbols of Gasket

Division Material Symbol Properties Remark

Asbestos type

Non—-asbestos type A

Non-asbestos type B

S0ft metal type

Rubber Material

Heat resistance, 01l resistance type JIC 57008

01l resistant type sheet ASK 4510

Heat resistant sheet ASK 4650

Heat resistant sheet JIC 6000

Rubber coated steel sheet CCN-3850

3. Test Piece and Pre—-treatment
Conform to KES T-L281(Test Standard for the Properties of Gasket Material).

4. Quality Standard

For the quality standard of intake gasket, the value evaluated according to item 5 shall

meet the specification of

9. Testing Method

9.1 Thickness

Table 2.

Conform to item 7.1 in KES T-L281(Test Standard for the Properties of Gasket

Material).
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