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KES B-KO019

1. Scope of Application

This standard shall be Fapplie:d to quality spectfication of gasket material that is applied to the con

necting part of the oil ﬁump to Increase sealing performance.

2. Types and Material Sji?mbols

Types and matenal syrﬁbols of gasket for oil pump shall be as in Table 1.

Table 1. Types and Maternial Sybols of Gasket

Division 4 Matenal Symbols Properties Remarks
Asbestos Type - G-ACO01 O1l resistance type sheet | ASK 4510 standard
Non—-as Type bestos | (—-NCO01 O1l swelling type sheet ASK 4660 standard

3. Test Piece and Pre-Treatment of Test Piece
Conform to KES T-L 281 (Test standards for physical property of gasket material).

4. Quality Standard

Quality standard of gasli{et for oil pump i1s that the evaluation results by item 5 shall be suitable
for Table 2.

5. Test Methods

5.1 Thickness _ ]
Conform to KES T-L?Bl (Test standards for physical property of gasket material) 7.1.
|

5.2 Specific gravity
Conform to KES T-L?Sl (Test standards for physical properaty of gasket materizl) 7.2.
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