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1. Scope of Application

~'This standard spec1ﬁas the glass cloth tape used for ﬁllmg up press base holes ancl unnecessary holes on
the body after the electre coating, '

2. Construction of Test Piece
(1) Test piece

Electre coated steel plate is used as the test piece.
(2) Tape compression speed '
The tape compression speed shall be SOmm/sec
(3) Compression roller load '

In principle, use a 2kg roll.
(4) Number of tape compression"

One round tﬁp . '
(5) Tension speed _' _ : .

The tension speed shall be 300 + SOmni/rﬁin

3. Quality Specification

The quality spec:ﬁcatlon of the glass cloth tape and lhe results of the test perfonned shall confrom to 4
- shall satxsfy Table 1. o | '

4. Testmg Method 1 o
4.1 180 Degree Separauon Slrength . | _ .

- Shall conform t0|8.3.1 m KS A 1107 (Testmg melhod of pressure sensitive adheswe tapes and

sheets) | ' '

4.2 Tensile Strength . _
Shall conform to 6 in KS A 1107
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