Specification of Pressure
Sensitive Adhesive Cloth Tape
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1. Scope of Application

This standard specifies the quality and the test mcthods of cloth tape uscd for the seat striker or hole
COVer.

2. Material Symbol
The material symbol for the cloth tape shall conform to A-TCOL.

3. Material and Manufacturing Method
Ihe cloth tape is made by applying the adhesives to one surface of the cloth. It is wound tightly with
the applied surface facing inward around a core, whose inner diameter is larger than 25mm. The cloth
tape shall have good adhesive properties and endurance. It also shall have uniform thickness, width,
and other properties. ' '

4. Quality

(1) Physical appearance
The tape shall be wound uniformly so that no remarkable deformation or swelling is detected.

(2) Handling facility
The adhesive shall not stick and the tape shall have a clean section and it shall be handled easily
and shall not be harmful to humans.

(3) Quality standard
The evaluation results shall be as shown in Table 1.

S. Testing Method
5.1 Test Condition

The testing place shall be maintained at a temperature of 20 £ 2°C and a relative humidity of
65 + 5%.
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