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KES B-1L038

1. Scope of Application
This standard specifies latex natural rubber, latex synthetic rubber, and latex foam

rubber-composite made from the two- (hereinafter referred to as the “foam rubber”) for

cushion materials for automobiles.
Remark - In this standard, units and values in { } are those in SI unit designated for

reference.

2. Types
The foam rubber shall be classified into two types—one with core and the other without

core —-, and each type shall be classified into 4 groups according to the hardness as shown
tn Table 1.

Table 1

Type Group Remark

Without core

3. Quality

(1) External appearance
Foam rubber shall not have flaws, contamination, ect. that may cause harm in use.
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(2) Performance
Foam rubber shall be tested according to item 5 and meet the standard specified n

Table 2.

Table 2

Performance Main Appli-

Testing Items — Testing cation
- S M F Conditions |Items

Hardness Less than|{5 {49} 10 {98}

Kg {N} 5 {49} or more, |15 {147} Load at the
Hardness less than|less than|or more 25% of 5.3
test 15 {147} indentation

Aging Hardness
test Change Within *20 100x17C, 22h | 5.4
rate(x)
Residual Residual S0x of com-
compressive | compressive 10 or less pression
deformation|deformation(x) 70x17TC, 22h
test
Residual 50x of com-
compression|deformation 7 or less pression,
under repeated repeating |
compression 80,000 times ;
f

4. Shape & Dimensions }
Shape and dimensions of foam rubber shall suit its purpose of use, and tolerance of
dimension shall be measured according to 5.2 and meet the standard of Table 3 and 4. i
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Table 3

Thickness

~ less than 75

75 or more ~ Jless than 125

125 or more ~

~ less than 15

15 or more ~ Jless than 30

30 or more ~ Jless than 45

45 or more ~

Table 4

Length or Width

less than 150

150 or more ~ less than 300

300 or more ~ less than 600

600 or more ~ 1less than 900

900 or more ~ less than 1200

1200 or more ~ 1less than 1500

1500 or more ~
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(unit: mm)
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