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1. Scope of Application
This standard shall specify the sponge rubber and expansion rubber that is made of natural
rubber, synthetic rubber or the mixture of these two, and with the exception of ebonite

expansion rubber.

2. Kinds
Rubber sponge is classified into the following two kinds.

Sponge rubber Expansion rubber

R-ES SB-ES SC-ES RE-ES SBE-ES SCE-ES
RR-S SB-S SC-S RE-S SBE-S SCE-S
R-M SB-M SC-M RE-M SBE-M SCE-M

RR-F SB-F SC-F RE-F SBE-F SCE-F
R-EF SB-EF SC-EF RE-EF SBE-EF SCE-EF

Note R : Thing that is made of natural rubber, synthetic rubber, or the mixture of these two,
and that also does not need oll proof nature.
SB : Thing that is made of the synthetic rubber by itself or the mixture of those, and that
also has small expansion of volume to the oil from petroleum or the organic solvent.
SC : Thing that is made of the synthetic rubber by itself or the mixture of those, and that
also has large expansion of volume to the oil from petroleum or the organic solvent.
ES : Very flexible thing
S : Flexible thing
M : Generally flexible thing
F : Hard thing
EF : Very hard thing
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3. Size

The shape and size of rubber sponge should be proper to the purpose of use, and the

tolerance of size is as following table1.

Table1
Unit (mm)
tfli:;:x Thickness Toler. Length and width Toler.
(%) (%)
| | ess than 3 t 12 Less than 150 +5
Sponge rubber | Morethan 3 less than 12 + 11 | More than 150 less than 300 -4
— .
and ! More than 12 less than 38 + 10 | More than 300 less thanc00 +4
expansion rubber I E— — |
Morethan 38 lessthan51 | + 9 | Morethan 600 less than 800 -3
e i —— IR R

More than 51 less than 56 + 8 | Morethan 900 less than1200 —

More than 56 less than 102 ' + 7 | More than 1200 less than 1500 +3

More than 102 + 6 | More than 1500 -2

4. Quality
4.1 Appearance

The surface of rubber sponge is relatively flat, and the pore of inside of which is multi pore
structure and should be same.

4.2 Performance

The test method of rubber sponge follows 5., and the resuit of which should meet the

regulation of table2 and table3.
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