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KES B-L047A

.-{,ﬁj’ 1. Scope of Application
This standard shall regulate about main terms used in rubber industry.
2.Number, Terms and Meaning
Number, terms and meaning shall define as follows, and refer to similar english.
(1) General
Similar
Number Terms Meaning english
' (reference)
Polymeric materials to posses next
property or to be recovered.
(1) What a lot of deformation occursby a
little stress at the normal temperature
and it becomes rapidly recovered like the
1001 Rubber original form almost Rubber
% (2) 1t is difficult to remold the permanent
shape that was molded by heat and
‘&J moderate pressure.
- T Hﬁ.gﬂark - This term shall be used in e B
R B T rubber-products. ~ ~ T T 77 o
Rubber that comes out growing plants Natural rubber
1002 ’
Natural rubber called as NR. (NR}
: l ] - Rubber except natural rubber, called as Synthefic
1003 Synthetic rubber SR rubber (SR)
Raw matenais of solid-natural rubber Raw rubber,
1004 Raw rubber which generally is sold in market. i crude rubber
79
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|

Meaning

|
|

Include raw rubber which is
generally used in Statistics, latex of
natural rubber, synthetic rubber,
latex of synthetic rubber, but
regenerating rubber shal] be rubber
powder and Processed rubber shali
be excluded.

KES B-1.0474

Similar english
(reference)

—_

New rubber

Polymeric material with rubber
elasticity at the normal temperatyre,

Elastomer

Material which 1s made by polymer.

Polymer

Copolymer which A-A-A- -A-A
(Polymer that monomer-A combines)
and B-B-B....-B-B (Polymer that
monomer-B combines) combine at
the line.

Block copolymer

Copolymer which graft of main-

:polymef-conrbinte_sfwjm THONOMmEr or-

polymer unlike it

Number Terms
S
1005 New rubber
1006 Elastomer
.
2101 Polymer
]
2102 Block copolymer
S —
2103- | Graft_copalymer
Qil extended
rubbter
Crumb rubber

Rubber bale

- Graft copolymer.

Raw rubber which is produced by
miXing petroleum oil (Relatively high

| specific gravity) more than 25 phr

generally in the course of production
of raw rubber

Rubber of sma]) lump which js
secured in the finished process of
rubber production, and whar became
at a block after dry is called as
crump rubber.

Oil extended
~ rubber’

Crumb rubber

_

What molded at the required weight

Rubber bale

f and shape to discharge raw rubter. ;
L__________________ o —
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