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- KES B-1.055

1. Scope of Application

This standard shall be applied to adhesive which adhere to zinc steel plate of filter

(oil filter, fuel filter, air filter) for automnobiles and elementt.

2. Quality

Adhesive shall be an appropriate quality specified in the table 1 after by test method of
3 article. Also, there should not be any poison and stink which affect the human body

on the commerce.

3. Test Method
3.1 External appearance
After coating 20~30g of mixed specimens on the clean glass plate thinly using

m hand. Examine homogeneity, gelling inclusion existence of foreign material, color

with the naked eyes.

D

3.2 Viscosity
Cover up in the vessel where the specimen of 500g is poured after placing it in the
thermostatic chamber so that the temperature of specimen may be 20X17, stire
carefully not to make bubbles and theﬁ not let bubbles adhere to rotor of
viscosity: tester and measure after pudng scale of the cenfer of wvessel. Measure
graduations after about 2 min. when rotation'is‘ begun. (Rotation viscosity tester shall

be measured with RV type, number 7 viscosity tester rotor 20rpm)
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