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1. Scope of Application

This standard shall specify the sole rubber that is using for vehicle.

2. Kind

The kind of sole rubber is as follows.
(1) H rubber
(2) Groove rubber

3. Shape and size

KES B-L060

3.1 H rubber is made up of main body and wedge rubber, classified as foliows according to the

shape, size, name, and section shape.
(1) Main body of H rubber ( See figure1 )
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(2) Wedge rubber ( See figure2 )
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4.Quality
4.1 The general qualification of a sole rubber is to have enough endurance and is not to have
groove, crack, bubble, and other defects that are bad for using.

4.2 The performance test of a sole rubber follows 6.test method and the resuit of it should meet

the regulation in table1.
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