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1. Scope of Application

This shall regulate unvulcanized rubber mixture raw paper used for reclaiming or repairing
tire or tube ( Hereinafter, this shall be mixture raw paper ).

2. Type
The type of mixture raw paper shall be classified according to its usage purpose as shown
in table 1

Table 1
Type Usage purpose
1 type Rubber for tread The material mainly used for tread rubber
( Fortire ) | —— —————————
Rubber for cushion | The material mainly used for tread rubber and adhesion to tire
Rubber for filling holes | The material mainly used for filling holes of cacus
2 type ( For tube ) The material mainly used for reparing tube
3 type ( Using rubber ) | The material mainly used for rubber
3. Quality
General item

The mixture raw paper should have uniform mixture composition to fit the usage
purpose and be fit to the following appearance and performance.

3.1 Appearance

(1) The material suitable to the designated type and dimension
(2) There should be no alien substance

(3) There should be no mixture extract harmful to manufacturing.

3.2 Performance

Test mixture raw paper according to the clause 4 and this should be suitable to the
stipulation of table 2.
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