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1. Scope of Application

e |
This standards specifies seal rubber.
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2. Numbering

The basic numbers of seal rubber will be as shown in Table 1.

Table 1
unit : mm
Numbers Numbers Diameter
1.27 ¥ 50 0.51 75 0. 34
1.06 52 0.49 80 0. 32
0.91 54 0. 47 85 0.30 |
0.79 * 55 0. 46 90 0. 28
0.71 56 0. 45 95 0.27
0. 64 58 0. 44 100 0.25
0.58 60 0. 42 110 0.23
0. 56 % 65 0. 39 120 0.21
0.53 70 0. 36

% Limit to those whose sections are round.

3. External Appearance
Seal rubber should have uniform thickness and smooth surface. It should not l}ave

scratches, bubbles, or other defaults harmful for using.
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4. Quality . /J AC "“’:;.:;,i"t;% __
Seal rubber shall be tested‘agfordig:to 9, and satisfy the standards in Table 2.

Also the color of seal rubber should not dramatically change after aging test.
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