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KES B-MO0O3

1. Scope of Application
This standard specifies the grease used for the lubrication of ball and roller bearngs.

2. Kind
The grease shall be classified into two kinds conforming to KS M 2135 (Grease applicaton to ball and
roller bearings). It is classified into kinds 1, 2 and 3 conforming to the penatration

3. Quality
The grease shall have adequate guality for the lubrication of ball and roller bearings. The first and the
second kind of the grease shall satisfy the required quality given by Tables 1 and 2, respectvely.

Table 1
Dripping | Evaporation{ Corrosion O1l Work-
pont separa- | 1ng
(°C) tion stabi-
23 75 125 lity
or more Or more Or more
150 2.5 None 7.500 375
or more or less (1) or less or less
150 2.5 None 375
-295 OT more or less (1) or less |
220 150 2.5 7.500 1,600 0.7 10 375
| No.3 0
250 ormore ! orless or less or less or less or less or less

Remark: The ignition point of the base oil must be 180°C or more and the kinematic viscosity at 50°

C must be in the range from 30 to 50 cCst.
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