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KES B-M032B

1. Scope of Application
This standard specifies press oil which is used in manufacturing of large press parts like body or

door when manufacture the body of a car.

2. Material Symbol
Material symbol of press oil shall be O-PPOlL.

3. Quality

(1) Quality level of press oil shall conform to that records of test result by item 4 shall satisfy table

1 and shall not be harmful to worker and workability shall be good.

And by the removal of fat process in coating line, perfect removal of fat shall be performed.

(2) Viscosity of oil shall be suitable to spray machine in the case of spray spreading.
That viscosity shall be decided in negotiation with Kia manufacturing department and supplying

maker and shall be approved of decided contents through sending that matenial research

department and united purchase department.

4. Testing Method
4.1 Specific gravity
Conform to KES B-MO34 (Method for testing specific grauity of petroleum)
4.2 Flash point
Conform to KS M 2056 (Method for testing ignition point and combustion point of petroleum)
4.3 Viscosity
Conform to KS M 2014 (Method for testing viscosity of petroleum product)
4.4 Copper plate corrosion
Conform to KS M 2014 (Method for testing copper plate corrosion of petroleum product)

45 Friction coefficient

Conform to pendulum type friction factor test machine.
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