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KES B-M044

1. Scope of Application
This standard shall be applicable for the quality standard of impregnation oil for wet type

air cleaner element impregnation.

2. Material Symbol

The material symbol of air cleaner impregnation oil shall be “O-EF01".

3. Quality Standard
Air cleaner impregnation oil shall be uniformity without an alien substance and the test result
shall be applicable according to table 1.

<Table 1>

' Quality Standard | Measurement
Condition
for Test

Specific Gravity 15/4 C Report 4.1
Fiash Point (T)

Pour Point (T)

Copperplate Corrosion 3 Hrs under 100T Under 1
40 C 30 ~ 35
Kinetic Viscosity (CST)
100 C 5.0 ~ 6.0 4.5

Viscosity Index More than 100
| ARt [ SaWaer | Wemust | 46

Evaporation Amount

24 Hrs under 70C Under 0.040 4.7
(wt %) -
Sulfuric Acid Powder o ]
Under 0.050 4.8
(Wt °/o)
Penetration of Filter paper
RT 30 Min. More than 50 4.9
(mm)
Preservation oTFiIter_Paper 24 Hrs under 70 C + 1.05 4.10 |
Metal Component - Report 4.11

i Element_Componént - Refer to drawing . -
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