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2. Type

1. Scope of Application

This standards specifies in rust preventive grease.

KES B-M047

Rust preventive grease classifies into two types same as the table 1 and indicates

each level according to cone penetration.

Table 1
Classification Material symbol Division Remark
C-GU 11 Base ail
) Igniticn point 170C or more
T 1 -
ype 0-GU 12 Kinematic viscosity (50T)
O-GU 13 15~30 Cst
O-GU 21 Base oil
Ignition point 180°C or more
T 2 -
pe O-GU 2 Kinematic viscosity (50T
O-GU 23 3050 Est
3. Quality

Grease should have a rust preventive performance and lubricating performance.
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