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1. Scope of Application ce
This shall regulate engine air-tightness enhancer ( Hereinafter this shall be air-tightness

enhancer. ) charged mainly in factory to improve initial emission performance of engine.

2. Type

The type of air-tightness enhancer shall be a type of C-GS 01.

3. Quality

State natural or synthetic resin with proper quality and add solution and additive to this.

This should not have impurity of water and should satisfy the standards of table 1.

Table 1

Appearance Material of double liquid color n
Specific weight (15/4 C) o 0.85~0.89

Stability Separation property No transparent layer

S.7

Storage stability No cloudiness

4. Test Sample Gathering Method

Follow KS M 2001 ( Sample gathering method for crude petroleum and its product )
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