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1. Purpose

The purpose of the present specification is to prescribe a quality level and test methods concretely so
that the quality of automobiles produced by our firm can be equalized.

2. Scope of Application

This standard specifies the reclamed P.V.C sheet (Vinyl sheet hereinafter refered to as "sheet") used for
insulator dash up lower and trim bact panel lower of our automobiles.

3. Meaning of Terminology

Unless others indicated, the terminology of the present specification shall conform to KS M 3000
(Plastic terminology).

4. Test Method
4.1 General Atmospheric Condition of Testing
The general condition is according to KES T-K001 (General test method of plastic materials)
4.2 Quality
(1) Physical appearance quality: The physical appearance should not have any defects such as,
stains, contaminants, foams, scratches, tears, or foreign materials on the sheet, which are
harmful in usage, but the surface state, such as color, pattern, bnillance, dimensions of width
and length, and packaging is based on the conference of the parties concemed.

(2) Quality of physical properties;: Under the test of paragraph 8, it should meet the requirements
of the following Table 1:
Reclamed vinyl

Reclamed vinyl
Sheet It Sheet It Sheet It Sheet It

Table 1

Reclamed vinyl Reclamed vinyl

Thickness (mm) 1.0 + 0.2 20+ 03 3.0+ 0.3 4.0+ 0.4
| 0.25
Specific gravity 1.6 & 4,
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