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1. Scope of Application
This standard applies to phenolic molding compounds (herein refer to molding
compounds).
Molding compounds with combining a phenolic in this case shall be on the basis
of vegetable powder outside wood chip, fibrous material outside jise chip, fibrous
material outside pose chip or inorganic outside asbestos and properly applied heat to
them with putting it into metal mold. There is to be a molding with hardening when

pressured.

Table 1. Type, Specification and symbols of phenolic molding compounds

Type Specification Symbols
For general - Wood chip, the others vegetable powder PM GG
record PM GM
For general shock -Wood chip, the others vegetable
For general powder record FM GE
For general insulation - Wood chip, the others vegetable
Q powder record PM EG
For electricity For insuladon - Wood chip, the others vegetable and
inorganic record PM EE
High grade insulation - . PM ME
Shock and electricity - Jise chip, the others fibrous
material PM MG
For shock - . PM MI
For middle grade shock - - . PM MH
For high grade shock - . PM HG
For high heat For heat ~ asbestos the others inorganic PM HH
For high grade heat - . PM FG
For internal For general - Wood chip, the others vegetable powder
combustion and inorganic record PM FE
For electricicy - Wood chip, the others vegetable and
inorganic record PM FH
For heat — Asbestos the others inorganic PM - T
For food For food - Wood chip, the others vegetable powder
Tecord

Remark The used symbols in the table 1 omits PM of head parts.
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o 3. Color
.- The color of phenolic molding compounds shall be natural color and black in §
principal, b
4. Quality
The quality of phenolic molding compounds shall be applied to the table 2 through
9 of test.

However, a part of test can eliminate with an agreement between the parties
concerned. ’
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