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KES B-N007

(‘ﬁ 1. Scope of Application

This standard applies to the quality of SMC material used to sheath material (O
autornobile.

2. Meaning of Terminology

Used terminology for this standard conforms to KS M 3000(Plastic terminology} if
there is no special specification.

3. Testing Method

3.1 General condition of laboratory
General condition of laboratory shall keep temp.. 23%2C, relative humidity: 50+

0%.
3.2 Quality
(1) Quality of external appearance

There should not be a harmful default like stain, forming, polluticn, scratching,
mixing of foreign material in the external appearance.

% Coloration, painting luster and so on conform to the drawing sheet only. @
(;_' | (2} Quality of properties of matter
Quality of properties of matter should be contented the details of table 1 with KS
M 3015.

3.3 Testing method

(1) G/F Content .: Conform to KS M. 3005

(2} Specific gravity : Conform to XS M 3015

(3} Tensile strength : Conform to KS-M 3015

(4) Bending strength : Conform to KS M 3015

(5) Bending elasticity rate : Conform to XS M 3015

(6} Ized impact strength : Conform to KS M 3015

(7} External appearance after heating : Conform to KS M 3015
(8) Heat modification temp. : Conform to KS M 3015

(9} Absorptivity : Conform to KS M 3015
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