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D

KES B-Po0s

. Scope of Application

This standard shall apply to material of Vinyl leather which i1s used for a sheath (D
automobile.

. Definition of Terminology

The undecide meaning of terminology conforms to XS M 3000(Plastic terminology).

. Testing Method i

Test method conforms to KES B-P001 (Vinyl leather).

. Properties of Matter -

Properties of mater shall be contented the standard of table with a test that the test

result of material recorded on the drawing sheet is by test piece of 5 or more.

5. Appearance

The color of test piece for test should have no abnormality with a standard color

specified in Kia and a significant abnormality on the appearance. e
I . ) Standard
Test item Unit Oblique Across Test method
Total thickness nn . Conform to drawing sheet KES B-PQ01 10.3
Weight amount g/m Conform to drawing sheet " 104
Tensile strength kgf/30wn 301 131 - 105
Elongation rate % 301 ’ 1501 - "
Tear strength kgf 61 51 7 10.6
Peeling strength kef/30ma 51 21 " 10.7
Staric l?ad o 410 20~60 - 108
elongation
Residual strain % 21 10t - o
rate
Strong ductility oo 90140 80~120 " 109
Cha.ngmgl rate -m o _3-0 91 - - 10.10
heating dimension )
Heat reduction % 61 (240 Hr) " 10.11
Cold resistance - No crack(-30T) 10.13(3 method) =‘r )
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