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KES B-R005A

1. Scope of Application

e

This standard specifies in the properties of matter of ED Paint supplied to Kja.

2. Evaluated Test Piece
(1) It is a steel strip of treatment expected automobile type on the painting line
where is applied ED paint and size is on the basis of 150mm X 70mmn X 0.8mnm.
(2) Test piece takes three sheets per item of each te;st and a value of test _.

result shall be the averaged value for maximum dimension of each test piece.

3. Indication

Indication of ED Paint Film shall he assembled by symbol of common performance
and symbol of choice performance. .
ex:ED - Co 8

Choice performance {Indication for 8 class

'@: ) . » of corrosion resistance)

Co:ﬁmon performance(Indication for ED paint)

The symbol composition in case of specifying a special performance shall use special
symbol (-Z) and the details of it's indicate on the column of specification.
ex: ED -Z

Indication for special performance

Y

Indication for common performance

Y

(Specification column) Chipping shall be contented with c¢chs of KES
B~R001(Automobile film).
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