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"KES B-S001

1. Scope of Application

This standard specifies the metallic silicon which is a metallic component additive used for
manufacturing aluminum alloy for cashing.

2. Kind and Symbol
The type shall be No.1, specified in KS D 2313 (Metallic silicon), and the symbol shall be Msi 1.

3. Quality
(1) The chemical composition is as indicated in Table 1.

Table 1

Chemical Composition '
Kind | Symbol

(2) The grain size shall be as indicated in Table 2.

Table 2

Symbol Particle size (mm)
10‘50
4. Test Methods
4.1 Analysis Test

The analysis test shall conform to the following standards.

KS D 1816 (General rules for ferro-alloy analysis methods)

KS D 1754 (General rules for metallic silicon analysis methods)
KS D 1755 (Analysis methods for silicon in metallic silicon)
KS D 1756 (Analysis methods for carbon in metallic silicon)
KS D 1757 (Analysis methods for iodine in metallic silicon)
KS D 1758 (Analysis methods for sulfur in metallic silicon)

KS D 1759 (Analysis methods for iron in metallic silicon)

KS D 1760 (Analysis methods for calsium in metallic silicon)

1/2


http://www.avadocuments.com/doc/kia-kes-b-s001-1986
http://www.avadocuments.com/doc/kia-kes-b-s001-1986

