Ferrochromium

Contents

. Scope of Application
2. Kind

3. Quality

4. Test Methods

5. Inspection Methods

6. Packing and Marking

Ki&d morons

KES

KES B-5S004

(EST.) 1978 - 12 - 18
(REV.) 1986 - 12 - 27


http://avadocuments2026.com/doc/kia-kes-b-s004-1986
http://avadocuments2026.com/doc/kia-kes-b-s004-1986

KES B-S004

1. Scope of Application
This standard specifies the ferro-chrome used as sub-material for controlling the composition of cast

1Iron cashing.

2. Kind

The kind shall be of FCrHs that is high carbon ferro-chrome type 3 specified in KS D 3714 (Ferro-
chrome).

3. Quality

(1) The chemical composition shall be as indicated in Table 1.

Kind

Table 1

Chemical Composition (%)

Symbol

(2) The grain size shall be as indicated in Table 2.

4. Test Methods
(1) The analysis method shall conform to the following standards.

KS D 1816
KS D 1910
KS D

KS
KS

KS D

1911
D 1912
D 1913
1914

Table 2

Symbol Grain size (mn)
40-1(I)

(General rules for ferro-alloy analysis methods)
(Analysis methods for chrome in ferro-chrome)
(Analysis methods for carbon in ferro-chrome)
(Analysis methods for iodine in ferro-chrome)

(Analysis methods for silicon in ferro-chrome)
(Analysis methods for sulfur in ferro-chrome)
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