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KES B-S005

1. Scope of Application

Thus standard specifies the carbon additive used as a sub-material for controlling the composition of
cast iron cashing.

2. Quality

(1) The chem#cal composition 1s as indicated 1n Table 1.

Table 1
Chemical Compositon (%)
Type
|
Fixed carbon | S H20
Cﬁrbon additive 75 or more 1.0 or less 1.0 or less

(2) The grain size is indicated in Table 2.

Table 2

- Particle size (mm) Remarks

The water content and fixed carbon shall conform to KS E 3705 (Industrial analysis methods for

coal), and sulfur conforming to KS E 3709 (Sulfur measuring methods in coal).
(2) Grain Size

The gruin s1ze test shall conform to KS A 5101 (Standard materials).

3. Test Methods
(1) Chemical analysis test

4. Inspection Methods
Inspections shzhl conform to KES R-C605 (Import inspections for carbon additives).

-

5. Packing and Marking
(1) Packing

Packing shall conform to the manufacturer's specifications and shall be no disorder nor leakage.
(2) Marking

The manufacturer's marking shall indicate the symbol of the type, quality (particle size and
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