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1. Scope of Applijcation

KES B-S007

This standard .épeciﬁes the ferrophosphorus used as a sub-material for controlling the composition of

cast iron cashing.

2. Type

Type 1s 1 type of No.1 ferrophosphorus and its symbol is FP 1.

3. Quality

(1) The chemical composition is as indicated in Table 1.

Ferrophosphorus No. | 20-28

Table 1

Chemical compositon (%)

(2) The grain ﬁize 1 indicated in Table 2.

4. Test Methods

Table 2

Symbol Paracle size (mm)

Type
i Medium size M 20-28

(1) Analysis methods shall conform to the following.

KS D 1816
KS T MO11

(2) Particle siz{é

(General rules for ferro-alloy analysis methods)
(Ferrophosphrous analysis methods)

Particle sisz: tests shall contorm to KS A 5101 (Standard materials).

f

5. Inspection Med;ho ds

Inspections shail conform to KES R-C607 (Import inspections for ferrophosphorus).

6. Packing and Marking
(1) Packing

Packing shall conform to the method determined by manufacturer: However, the packing unit shall

be 50kg.
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