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1. Scope of Application
This standard specifies the stearic acid calcium [(C17H35Co00)2 Ca) used as a submaterial for

manufacturing coated sand.

2. Quality
[(C17H35Co00)2 Ca] stearic acid calcium is a white powder and shall contain no impurities mixed with it.
Its quality shall conform to the following Table 1.

Table 1

more than 150 °C less than 0.3% above 200 mesh

3. Test Methods
3.1 Melting point

3.1.1 Apparatus

(1) Apparatus is as indicated in Fig. 1
(2) Sulfuric acid or fluid paraffin is used as the bath fluid.

Figure 1 Measuring apparatus of melting point

Unit: mm

A : Measuring tube

B : Cork plug

C: Air hole

D : Primary thermometer

E : Secondary thermometer

F : Bath Fluid
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G : Capillary tube  70-100 mm,
Inner diameter (.8-1.2 mm,
Thickness 0.2-0.3

4C H : Side tube
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