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1. Scope of Application
This standard specifies carbonic acid calcium used as a minor shaping material for casting of pistions.

2. Type
Types are divided into class 1 and class 2 according to manufacturing method, and also, the uses of

class, shall be classified as No. 1 and No. 2.

3. Quality
Quality is as indicated in Table 1.

Table 1

-
Class 2 @

140 &« or more 0.02 or less 0.02 or less 0.10 or less
0.30 or less 0.30 or less 1.00 or less

Note (1) Class 1. Light carbonic acid (manufacturer by way of chemical reaction)

Sieve remains (%)

2 Class 2: Heavy carbonic acid calcium (Not manufacturer by chemical reaction)

4. Test Methods

(1) Appearance
As a fine white powder, there shall be no mixing of impurities with it.

(2) Sieve remains
They shall conform to KS M 6652 (Sieve testing methods of rubber mixtures)

(3) Ignition loss
Precisely measure 2g of the sample dehydrated at 105-110°C and put it into a platinum or porcelain
crucible. Ignite it above 900°C, cool it down, and then calculate the ignition loss (%) according to
the following equation. |
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