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KES B-S014

1. Scope of Application

This standard specifies|the casting sand used in the manufacturing of coated sand.

2. Kind
The kind of casting saqd shall be natural sand and should satisfy the quality specified in 3.

3. Quality i
(1) Chemical element !
The chemical element shall be as shown in Table 1.

Table 1

Remark The content of pan shall be below 0.4%.
(2) Particle size and shape
(3) Moisture
The content of moisture shall conform to Table 2.

Table 2

Remarks 1. Original sand indicates the condition of the sand when it was delivered.

2. Dried sand indicates when moisture is removed to manufacture coated sand.

4. Test Method l
(1) Chemical element test

Shall conform to 4 in KS L 3120 (Chemical analysis of firebrick).
(2) Clay content test

Shall conform to KEﬁ T-M0O06 (Clay content test for casting sand).
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