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KES B-S017

1. Scope of Application

This standard specifies the wire cut used for removal of sand and surface treatment of casting in shot
blasting machines.

2. Kind

Wire cut is made of the wire as specified in KS D 3556 (Piano wires) and 1s classified according to
diameter of the wire as shown in Table 1.

Table 1

Kind Symbol
WC 200

wC 170
WC 140

WC 120

WC 100
WC 80

Wire cut

3. Quality
(1) Physical appearance
Wire cut shall have no severe corrosion on the surface, or sharp angles in cut cross section when
inspected visually.
(2) Dimension
Diameter of the wire cut shall be equal to the cut length.

D= [
D : Diameter of wire
0 : Length

Where, the tolerance range of D and { shallbe { =D+ 15%.
(3) Chemical element

The chemical element shall be as shown in Table 2.
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