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1. Scope of Application

KES B-S020

This standard specifies the graphite crucible used in the melting and heat insulation route, of aluminium

alloy.

2. Kind

(1) Shape, dimension and size of graphite crucible shall conform to No. 500 of type 1 as specified in
KS L 3402 (Graphite crucibles and their accessories), and its shape and dimension shall be as

shown in Figure 1.

Figure 1

Unit; mm
: Height 685
. Top diameter 545
: Outer diameter 533
d : Bottom diameter 400
Where, dimensional tolerance shall be + 2%.
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(2) Standard crucible weight shall be 90kg and it's tolerance be + 5%.

3. Quality

(1) Crucible is made by using graphite as its main ingredient, with other refractory materials, and the

graphite content shall be more than 30%.

(2) Crucible shall have the proper shape and shall not have harmful defects to use such as flaws or

cracks.

(3) Quality of crucible shall be as shown in Table 1.

Table 1

Test item

Refractoriness (SK)
Porosity (%)

VYolumetric specific gravity

Compression strength (kg/cm?2)

1/2

Standard

28 or more
31 or less
1.60 or more

60 or more
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