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(\ 1. Scope of Application.

KES B-T004

This standard specifies standard of materials in freon-12 gas which is used for

refrigerant of an air conditioner.

Remark : A chemical formula of freon-12 is (CI2 F2).

2. Symbol of Materials.

Symbol of materials in freon gas shall be indicated by 0-FG12,

3. Specification of Quality.

Standard of quality in. freon-12 is based on table 1 and figure 1.

Table 1. Standard.
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Specificati f
Ttem Unit 1EHon O i Test method
quality
% Range of boil point T -20~-30
Adulteration rate
in the g /100me 0.01
climax point -
Moisture pPpIn 10
Chlori
orine and Should not be
Fluorine .
Correlation of )
e 'on © Refer to figure 1
pressure with temp
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