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3. Designation

The designation of conversion paint shall be the combination of common performance symbol and
optional performance symbol.

Example : Ph — Co8 I

Indicating optional performance (impact resistance 2nd grade)
Indicating optional performance (corrosion resistance 8th grade)

Indicating common performance (Phosphate film treatment)
In case of designating special performance, special symbol (Z) shall be included
and its details be written in specification columm,
Example: Ph —Z |

L—-—> Indicating special performance

Indicating common performance

in symbol construction

(Specification Column) Chipping should conform 10 Ch; of KES E-R00! (Films for automobile)

4. Evaluation Standard
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