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KES C-F013

1. Scope of Application
This standard is applied to CZ film plating (mechanical zinc - iron alloy platings + chromating film)
which aims at corrosion protection in terms of metal possession of automobile parts.
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. Definition of Terminology
The definitions of the terminology used in this standard shall be as follows:
(1) C plating
A chromate treatment which follows mechanical zinc-iron alloy plating. It is generally divided into
TWO parts: water group, non-water group.
The film of non-water group is made vp of x Cr: O:, y Crs, and that of water group is made up of
x (r: On, ZH-O.
(.:'.) Z p}&[iﬂg
A mechanical zinc-1ron alloy plating.
Inis plating creates a plating layer by making grains of zinc-iron allov rapidiv collide with basis
matenal that needs to be alloyed.
(3) CZ plating
A mechanical zinc-iron alloy plating (Z coat) which is followed by chromate treatment.
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. Types and Symbols
Symbois of surface treatment of CZ film plating are classified according to required corrosion resis-
tance. This classification shall conform to Tablel.
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